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HUA TIAN TECHNOLOGY (XI'AN) CO.,LTD .

NO.105,5TH FENGCHENG ROAD,ECON.&TECH.DEVELOPMENT ZONE,XI`AN,CHINA

.

This report is to supersede test report CANEC2118278907.

The following sample(s) was/were submitted and identified on behalf of the clients as : 

QFN(0808*0.75-0.40)068 .

SGS Job No. : CP21-052692 - GZ .

Model No. :. AXP223  QFN(0808*0.75-0.40)068 .

Client Ref. Info. : . SEE REMARK.

Date of Sample Received : . 29 Sep 2021.

Testing Period : . 29 Sep 2021 - 11 Oct 2021 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Zm guan.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. CAN21-223704.002 "QFN(0808*0.75-0.40)068" .

Remarks :.

(1) 1 mg/kg = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Hexabromocyclododecane (HBCDD).

Test Method : . SGS in house method (GZTC CHEM-TOP-073, with reference to EPA 3550C:2007), analysis 

was performed by GC-MS. .

Test Item(s). CAS NO. Unit. MDL. 002.

Hexabromocyclododecane (HBCDD) and all major 

diastereoisomers identified (α-HBCDD, β-HBCDD, 

γ-HBCDD).

25637-99-4

3194-55-6

134237-50-6

134237-51-7

134237-52-8.

mg/kg. 10. ND.

This report updates Client Ref. Info.. .
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ATTACHMENTS 
 

HBCDD Testing Flow Chart 
 
 
 

Sample cutting / preparation 

Sample Measurement  

Solvent extraction  

Concentration/Dilution  

Filtration 

GC-MS 

DATA 
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Sample photo: .

CANEC2122370404

CAN21-223704.002 .

SGS authenticate the photo on original report only .

*** End of Report *** .


		2021-11-30T14:25:34+0800
	Shenzhen
	SGS officially issued document




